GeEo-lEsT

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007
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June 25, 2003

Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 6@ 25'
SAMPLE: Slighty Silty Sand (SM-SP)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit NV
Plasticity Index: NP
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1.5"
1" 100
3/4" 87
172" 78
3/8" 72
No. 4 60
No. 10 41
No. 40 18
No. 100 10
No. 200 6.7
Moisture Content (%): 0.8
GRADATION ANALYSIS
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Addressee: (2)




GEo-TEsT

GEO-TEST, INC.,

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Project No. 6-30501

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

6@ 27 1/2'

Sand (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size

1.5"

qn

3/4"
172"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
78
78
75
74
64
46
16

8

4.9

0.6

GRADATION ANALYSIS

100
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20

PERCENT PASSING (%)
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0.01

0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC.

/

Tim Byres, SET

Addressee: (2)




GEo-TEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

28056-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(605) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

6@ 30'

Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Project No. 6-30501

Sieve size

1.5"

qn

3/4"
112"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
96
92
83
60
27
14
7.2

14

GRADATION ANALYSIS
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40
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20

PERCENT PASSING (%)
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o b

0.01 0.1

1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:
GEO-TEST, INC—~
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im Byres, SET

Addressee: (2)




GEG-IEST

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: T@?2 12
SAMPLE: Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

T

3/4" 100
1/2" 91
3/8" 90
No. 4 79
No. 10 59
No. 40 45
No. 100 37
No. 200 20.3

Moisture Content (%):

GRADATION ANALYSIS
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PERCENT PASSING (%)

10

0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC.

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:

SAMPLE LOCATION:

SAMPLE:

Project No. 6-30501

Visiting Officer Quarters, Kirkland AFB

@5

Clayey Sand (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

23
9

Sieve size

1.5"

qn

3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
99
96
91
85
74

44.0

100

GRADATION ANALYSIS

90 -

e

80
70

60
50

40
30

20

PERCENT PASSING (%)

10

0

0.01

0.1

1

GRAIN SIZE (mm)

10

100

Respectfully Submitted:
GEO-TEST, INC

Addressee: (2)




GEo-EST

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(605) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: T@ 7 1/2'
SAMPLE: Silt (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

1"

3/4" 100
1/2" 98
3/8" 98
No. 4 97
No. 10 94
No. 40 89
No. 100 81
No. 200 63.4

Moisture Content (%):

Project No. 6-30501

GRADATION ANALYSIS

90 2z

100 T
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20

PERCENT PASSING (%)
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GRAIN SIZE (mm)

100

Respectfully Submitted:
GEEO—/T’Ej,E ING~

yres, SET

Addressee: (2)




GEo-lEsT

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE.

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuguerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Project No. 6-30501

Visiting Officer Quarters, Kirkland AFB

7@ 10

Silty Clay (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

29
13

Sieve size

1.5"

qn

3/4"
172"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
100
98

91.8

5.0

GRADATION ANALYSIS
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GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, IN

Addressee: (2)




GEo-leEsT

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501

Albuguerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: @12 1/2'
SAMPLE: Silty Clay (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 25
Plasticity Index: 12

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1 l5!!
qm
3/4" 100
1/2" 99
3/8" 99
No. 4 95
No. 10 87
No. 40 76
No. 100 69
No. 200 52.2
Moisture Content (%): 5.9
GRADATION ANALYSIS
100 ] ==
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g 1 i
?29 60 y
a 50
S
£ 20
w
x 10
0 s
0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:

Tin"Byres, SET

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(605) 471-1101

FAX (805) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(506) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(506) 526-6260

FAX (506) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

7@ 15'

Clayey Sand (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

23
12

Project No. 6-30501

Sieve size Percent Passing
1.5"
qm
3/4"
1/2" 100
3/8" 99
No. 4 97
No. 10 88
No. 40 72
No. 100 61
No. 200 39.6
Moisture Content (%): 3.8
GRADATION ANALYSIS
100 e
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i i
5 20
a 10
0
0.01 0.1 1 10

GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INGZ~

Tim Byres, SET

Addressee: (2)
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GEG-lEST

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(606) 626-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albugquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

7@ 17 1/2'

Silty Gravel (GM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Project No. 6-30501

Sieve size

1.5"

"

3/4"
12"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100

68
50
32
21
17
13.5

100

GRADATION ANALYSIS

90
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50
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20

PERCENT PASSING (%)
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0.01 0.1

1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:
GEO-TEST, INC.

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE.

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(605) 526-6260

FAX (605) 523-1660

June 25, 2003

Department of the Army

Project No. 6-30501

Albuguerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

8 @21/2

Silty Clay (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liguid Limit
Plasticity Index:

23
11

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"
qn
3/4"
172"
3/8" 100
No. 4 99
No. 10 97
No. 40 89
No. 100 82
No. 200 60.7
Moisture Content (%): 3.8
GRADATION ANALYSIS
. 100 T —F &
® 90 —
o 80 =
2 70
@ 60
a 50
E 40
L 5
i
a 10
0
0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
G

Addressee: (2)




GEo-lEsT

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (506) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Project No. 6-30501

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

8 @5

Clayey Sand (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

24
9

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"
"
3/4" 100
172" 99
3/8" 99
No. 4 98
No. 10 95
No. 40 87
No. 100 73
No. 200 38.6
Moisture Content (%): 3.6
GRADATION ANALYSIS
100
< 9 }.— /"‘—
1
2 /”'
2 60 /
< 5 /
o A
% 40 ﬂ
“i
w
a 10
0
0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC/

Addressee: (2)




11
June 25, 2003
GEG-TEST Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: s @712
SAMPLE: Sandy Silt (ML)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit NV
Plasticity Index: NP
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1.5"
qn
3/4"
1/2"
3/8" 100
No. 4 100
No. 10 98
No. 40 95
No. 100 82
No. 200 55.2
Moisture Content (%): 4.1
GRADATION ANALYSIS
100 - mmans - = e
§ 90 =
< 80 /'/
2 70 g
§ 60 A
o 50
% 40
&30
GEO-TEST, INC. & 20
3204 RICHARDS LANE a 10 +—
SANTA FE, 0
NEW MEXICO
87507 0.01 0.1 1 10 100
(505) 471-1101 GRAIN SIZE (mm)
FAX (505) 471-2245
Respectfully Submitted:
8528 CALLE ALAMEDA NE GEO-TEST,INC. .
ALBUQUERQUE, 7 i /
NEW MEXICO // e
87113 Ti res, SET
(505) 857-0933
i s Addressee: (2)
2805-A LAS VEGAS CT.
LAS CRUCES
NEW MEXICO
88007
(505) 526-6260
FAX (505) 523-1660




GEo-lEST

GEO-TEST, INC.,

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(506) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

8 @10

Sandy Silt (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Project No. 6-30501

Sieve size

1.5"

o

3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
99
95
88
78
571

5.1

100

GRADATION ANALYSIS

/L?‘“" i

PERCENT PASSING (%)
o
o

0.1 1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:

Ti fes, SET

Addressee: (2)



GEo-TEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (508) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 8 @121/2'
SAMPLE: Clayey sand (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 24
Plasticity Index: 11

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.5"
1"
3/4"
172" 100
3/8" 100
No. 4 96
No. 10 88
No. 40 76
No. 100 67
No. 200 47.0
Moisture Content (%): 5.0
GRADATION ANALYSIS
100 T = T
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Z 70 i
]
2 60 V4
o 50
% 0
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o 10
0 L
0.01 0.1 1 10

GRAIN SIZE (mm)

100

Respectfully Submitted:

GEO-TEST,INC. _—
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Addressee: (2)




GEeEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933
FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albugquerque, NM 87109

PROJECT:

SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

8 @15

Clayey Sand (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

25
12

Project No. 6-30501

Sieve size

1.5"

g

3/4"
172"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
85
65
62
55
46
33
27

19.8

22

100

GRADATION ANALYSIS
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20
10

PERCENT PASSING (%)
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0.01

/

GRAIN SIZE (mm)

1

10

100

Respectfully Submitted:
GEO-TEST, INC.

s, SET

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Project No. 6-30501

Visiting Officer Quarters, Kirkland AFB

8 @17 1/2

Poorly Graded Sandy Gravel (GM-GP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Sieve size

1.5"

qn

3/4"
172"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
77
72
65
52
37
17
1
6.9

GRADATION ANALYSIS
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PERCENT PASSING (%)
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0.01 0.1

1
GRAIN SIZE (mm)

10

100
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Respectfully Submitted:
GEO-TEST, INC._—

Addressee: (2)
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June 25, 2003

Department of the Army

Albuguerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 8 @20
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.5"
g
3/4" 100
1/2" 93
3/8" 88
No. 4 78
No. 10 61
No. 40 28
No. 100 15
No. 200 8.2
Moisture Content (%): 0.9
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100
< 90 e ]
= 80 g '
2 70 -1
@ 60 /-/
a 50 e
'E 40 - /‘
b 30 g
8 20 -
o 10 ¥
0
0.01 0.1 1 10 100

GRAIN SIZE (mm)

Respectfully Submitted:
GEO-TEST, INC_. =

. >

Ti

B et

-

LV SET

Addressee: (2)




GeEo-TeEsT

GEO-TEST, INC.

3204 RICHARDS LANE
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June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

8 @=221/2

Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size

1.5"

T

3/4"
172"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
97
95
88
67
26
13
8.6

0.7

100

GRADATION ANALYSIS
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88007
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June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:

SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

8 @25

Sand (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Project No. 6-30501

Sieve size

1.5"
1"
3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
91
89
80
60
39
10
4.1

2.2

100
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90

80

70

60

50

40

30
20

PERCENT PASSING (%)

10

0

0.01

1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:
GEO-TEST, INC.

~

Addressee: (2)




GEG-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,
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LAS CRUCES

NEW MEXICO

88007
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FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 8 @27 1/2
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

1" 100
3/4" 87
1/2" 83
3/8" 81
No. 4 72
No. 10 60
No. 40 21
No. 100 8
No. 200 5.2
Moisture Content (%): 0.7
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88007
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FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 8 @ 30
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"
qn
3/4"
1/2"
ag" 100
No. 4 97
No. 10 85
No. 40 32
No. 100 14
No. 200 7.4
Moisture Content (%): 0.6
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June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

9o@21/2

Silty Clay (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

27
13

Project No. 6-30501

Sieve size Percent Passing
1.5"
qn
3/4"
172"
3/8"
No. 4 100
No. 10 98
No. 40 94
No. 100 88
No. 200 67.3
Moisture Content (%): 4.7
GRADATION ANALYSIS
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June 25, 2003
Geo-lesT
Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 9@>5
SAMPLE: Silty Sand (SM)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit NV
Plasticity Index: NP
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1.5"
1"
3/4"
1/2"
3/8" 100
No. 4 99
No. 10 98
No. 40 94
No. 100 81
No. 200 42.2
Moisture Content (%): 39
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June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB

SAMPLE LOCATION:

SAMPLE:

o@7 12

Silty Clay (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

24
"

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

g

3/4"

172"

3/8" 100
No. 4 99
No. 10 98
No. 40 94
No. 100 86
No. 200 69.1
Moisture Content (%): 6.6

Project No. 6-30501
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88007
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June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 9@ 10
SAMPLE: Silt (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

Project No. 6-30501

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size

1.5"

"

3/4"
172"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
98
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91
80

61.8

9.2
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June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:

SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

9@ 121/2

Silty Clay (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

21
8

Project No. 6-30501

Sieve size

1.5"

qn

3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
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June 25, 2003
EO-IEST
Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 9@ 15
SAMPLE: Clayey Gravel (GC)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit 23
Plasticity Index: 10
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1.5"
1" 100
3/4" 73
172" 73
3/8" 69
No. 4 67
No. 10 61
No. 40 50
No. 100 43
No. 200 31.4
Moisture Content (%): 5.4
GRADATION ANALYSIS
100 r
2 90 H
prs 80
Zz 70 =
§ 60 _--'/r
50 =
o —
£ 40 //"
cug 30
GEO-TEST, INC. r 20
3204 RICHARDS LANE E 10
SANTA FE, 0
NEW MEXICO
87507 0.01 0.1 1 10 100
(505) 471-1101 GRAIN SIZE (mm)
FAX (505) 471-2245
SRS Respectfully Submitted:
ALBUQUERQUE, GEO;T,?-S-"T'& -
NEW MEXICO /f// e
87113 )
(505) 857-0933 Ti res, SET
FAX (505) 857-0803
Addressee: (2)
2805-A LAS VEGAS CT.
LAS CRUCES
NEW MEXICO
88007
(505) 526-6260
FAX (505) 523-1660




GEG-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 9@ 17 1/2'
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

1" 100
3/4" 86
1/2" 83
3/8" 79
No. 4 74
No. 10 60
No. 40 22
No. 100 11
No. 200 6.9
Moisture Content (%): 1.1

Project No. 6-30501

GRADATION ANALYSIS
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June 25, 2003

Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 9@ 20
SAMPLE: Slightly Silty Sand (SM-SP)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit NV
Plasticity Index: NP
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1.5"
1"
3/4" 100
1/2" 99
3/8" 96
No. 4 88
No. 10 69
No. 40 26
No. 100 11
No. 200 5.8
Moisture Content (%): 1.0
GRADATION ANALYSIS
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June 25, 2003

Department of the Army
Albuguerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

Project No. 6-30501

PROJECT: Visiting Officer Quarters, Kirkland AFB

SAMPLE LOCATION: 9@ 22 1/2
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"
qn
3/4" 100
172" 96
3/8" 92
No. 4 75
No. 10 54
No. 40 24
No. 100 12
No. 200 7.0
Moisture Content (%): 0.7
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June 25, 2003

Department of the Army Project No. 6-30501

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 9@ 25
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"
qn
3/4" 100
1/2" 93
3/8" 91
No. 4 78
No. 10 55
No. 40 24
No. 100 13
No. 200 6.9
Moisture Content (%): 0.7
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June 25, 2003

Department of the Army

Project No. 6-30501

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

9@ 27 1/2"

Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"
4"
24"
172"
3/8" 100
No. 4 94
No. 10 86
No. 40 72
No. 100 62
No. 200 27.8
Moisture Content (%): 33
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June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB

SAMPLE LOCATION:

SAMPLE:

9@ 30

Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

1" 100
3/4" 93
172" 89
3/8" 89
No. 4 85
No. 10 78
No. 40 67
No. 100 58
No. 200 25.1
Moisture Content (%): 2.8

Project No. 6-30501

GRADATION ANALYSIS
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0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submiﬁed:_
GEO-TEST, tNC.z,ff/‘J

//;fé/ _—

Tim 8, SET

Addressee: (2)




Sheet

— = 0 003 WU & WN—

0
1

Sheet Index

Title

Area Map

Base Map

Construct Visiting Quarters
Topo Map

Water Distribution
Sanitary Sewer

Storm Sewers

Gas Distribution
Electrical Distribution
Cable Diagram

CMU Wall Location

DACA47-03-R-0030
Amendment No. 2

The following drawings are also available on this CD in the DRAWINGS directory in
AutoCAD format.

G-1
G-2
G-3
G-4
G-6

Water Supply System

Sanitary Sewer System

Storm Drainage Map

Primary Electrical Distribution System
Natural Gas



— ((————~_ Y L T J
N e BT

R .\\\ \\\k{m

\Cs

s
e
9032
LN
R
1\\‘

PARK
22001

|
!
\\

\ .
/ rd I
{//)g > |

o« N\ \\2\ AT |ﬁ [T ‘

N

N X

. \\\\\\\\\\}\:\\\ %F\‘\\\\\“i\\\:\-\\\.\-\ T

R s

AN

N\
NN

S

) ‘3‘9 -~ o Tennis 1////
~ Courts | (

STREET

PARK

15th

SUBSTATION No.3

EAST 2018 A" AVENUE

e b V'

1021 \ N

T . \
%a///%/ 7 -f// N

| | S - | CMU WALL LOCATION

\ L — -
| \

|

|

Playground ‘\

0

- \RFPWOQ5th st& A ave.dwg 07/15/2003 02:28:50 PM



PRE-PROPOSAL CONFERENCE ATTENDANCE

SOLICITATION NUMBER

DACA ¥ 7- 03-R-003

PROJECT NUMBER:

PROJECT TITLE:

:Des:jn A?u.

a7 s ﬁaaué-»sf /€98

DATE/TIME: /O Futy 2003/ O200
_ _NAME (PRINT) A~ COMPANY/OF FICE SYMBU[ , PHONE NUMBER
,%g Lo tiannon_Jn_|eicen [Yeeich [Sngemm | 701~ 9700
[ Convey S / FTEA -0 700
j(l%“’/f Steet AUT Te 2.42-4%4g
S‘\%\T\a \é\‘o\i\ G\M?\ \J@(\ Ve MEHD 1284 J..\g&
Tebb wiie | A adtine B [RA-qG6Y
/ O Hann W[ Loudef Ti| $8/-C22¢
&L\ De D st e £ SEo 2705
%(QC:\TW\ ﬁ\”mt L i XD~ ‘36?‘3\ |
Fi red Gonanz e Wasmw " B22-6850
e Porcie | Bowncanilacres | 775 20d25” |
PRUCE At FBT_ACH T &3 5200
Al ge»mer ) i Hd=a) Sl A
UAMES CArC A [JSE< F20 ~0698-)
Jopn tookeR o 2auees, [ve. | 283-2114
Hoee [PROGD aw KL House Qlad~ 436/
NAHL Hum(er Bmﬂw >1{1mm 765‘ 17\00
g’ggmﬁ Aucters __&@_ﬁﬁy{c/cecc ?37-A57- )0
- ) s 377 Mo/ el §96 - 79%0
%ig Moﬂm: (o5 - PlodecT Menioi: 242-ZRlL
Cvence O JflorvsHn | COC - Contnctins Officém  |3¥2- 3452




PRE-PROPOSAL CONFERENCE ATTENDANCE
SOLICITATION NUMBER 3/984 S 72-03-R- 0030
PROJECT NUMBER: '

PROJECT TITLE:

DATE/TIME: A0 Tty Jeo3 [/ D500

}%{76 2 ,9¥r’2_

_ NAME, (PRINT) COMPANY/OFFICE SYMBOL

PHONE NUMBER

@\)Ch \\DMOGH UL \/ii Azooz NMeegs

URH «Cﬁ‘?l/

e nETH LA ?DPL - Soned K30 -3120
Winden Su il DL - Don DT Q= -2 KO
JC’S W S MDA S0 rlmwffm \COEES X5.5-220- 6/7[7
@é%;gzwgagag 2o/ TIN BN PETS 23423 -Feso
FAUL, PROWNE Pruw Apemmars feNenaps | E05) 881-2759
KoY PAULLER L. & DSorman , LP 2 247900
KQL(,\(H W& HT, JTZ CAZOMNELL ]‘P/g SO1-272 -2500
P@AMA KumaRr C contiRuciion Co., INC. GO 2-597 -1 SO,
Merdrl LETTRE ONLAND [odrsr Lo | 80/~ yPe-o/9Y
755\« AL 7e. O, Cogr (. So ) HgL. 017y
LonpD Cooridvih [Ilean) g'@W\PA:U‘V' 36 -4o .
Michae] Cipacnshy 6 SES 20 571 Btoc
fhad Hoitter | QPEC a5 H50.
A*@TL{UQ_ B MoewTorn O MY b8 9- 4 2eoc
Ku L M LW&H\(& Ams)m\ Cbmrvermﬂo& O]E‘—f~0€‘{ S
Jeﬁf Y 0 Azrfr‘» (aremencia / 280 -5 reg
T B L | ke i e
U "

SABE o sk

noon

M'\C‘ﬂflc\ Burke H Debler l/ Penich ZS abatin)

/¢~ Q740






